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Phthalate Content Analysis Report

Tuesday 14" May 2024

Supplier: Godfrey Hirst Australia (7 Factories Road, Geelong, VIC 3220, Australia).

Product name: GH 4.5/0.55 mm (KN) Vinyl Plank — Master Name: GH LVP A10505x235 Sold as:
Aquila Wood

Date Tested: May 2024 (Tested by FORAY Laboratories — NATA Accreditation 1231)

Test Method:  The sample was extracted with Dichloromethane/Acetone followed by Gas
Chromatography with Mass Spectrometry Detection in accordance with USEPA

8270 standard method.

Analysis Results:

Identified Phthalate Compounds Phthalate Content (mg/Kg)

Dimethyl Phthalate <1

Diethyl Phthalate <1

Di-n-Butyl Phthalate <5

Butyl-benzyl Phthalate <1

Bis(2-ethylhexyl) Phthalate <5

Di-n-octyl Phthalate <1
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